Captions

Table 1 – Means and standard deviations of push-out bond strength values of glass-fiber posts to dentin, according to irrigating agent, performance of ultrasonic agitation and the root third.

Figure 1 – Diagram of frequency columns observing the fracture modes after the push-out bond strength test, according to irrigation agent, instrumentation type and root third.
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